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ABSTRACT 

Cyanide has been used for the recovery of gold and 

si i ver for more than I 00 years. The current stage of 

knowledge of cyanidc chcmistry and toxicology is such 

that as long as it is man aged properly, cyanide can be 

used successfully in lhe mining industry with minimal risk 

to the environment or human healtl1 and safety. Canadian 

companies use technologies that are based on best 

practices. These technologies enable them to discharge 

eftluents that comply wit11 provincial cyanide 

eonecntration limits, which are among the highest 

standards in the world. This papcr will include: a review 

of gold milling processes; the chemistry and toxicity of 

cyanide; emuent treatment processes that are currently 

being practiced; and discuss the development of an 

alternative to cyanide. 

INTRODUCTION 

Cyanide occurs naturally in various microorganisms 

and higher plants where it is used as a protectivc 

mcchanism that makes tl1em an unattractive food source. 

ln some plants it is present in concentrations that would 

be considercd hazardous if t11ey were man made. For 

cxample in bamboo tip, concentrations may go as high as 

8,000 mg/kg. Cyanide is manufactured, principally in the 

forms of gaseous hydrogen cyanide and solid sodium and 

potassium cyanide (Logsdan et ai, 1999). About 80% of 

the world production is used in the production of organic 

compounds such as nitrile, nylon and acrylic plastics. 

Other uses range from: use as an anti-caking additive in 

road salt; as a means of exterminating rodents and insecl'\; 

and use as t11e anticancer substance laetrile (Logsdan ct al, 

1999). The remaining 20% is used to produce sodium 

cyanide, of which nearly 90% is used in the mining 

industry to extract gold and si! ver. 

Cyanide h as been used for the extraction of gold and 

silver for more thm1 100 years. Thc original patent for the 

process was obtained by John MacArthur in 1887. The 
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first cyanidation plant was commissioned at the Crown 

Mine in New Zealand in IX89. Within 20 years of its 

introduction, worldwide production doubled. The 

popularity of thc cyanidation proccss is based on its 

simplicity. At ambient conditions, a dilute solution of 

sodium or potassium cyanide (about 1 g/L) is capable of 

dissolving tinely disseminated gold particles at 

concentrations as low as a fcw grams per tonne . There 

are alternatives to cyanide leaching (thiourea, 

tl1iosulphate, thiocyanatc) but none are used commercially 

and their environmenta.l impact has not been assessed. 

Some of the work t11 at is prcsently being performed to 

develop a process using ammonium thiosulphate will be 

discussed. 

GOLD PRODUCTION 

ln 1999 thcre were about 33 primary gold mines 

operating in Canada producing a total of 158 tonncs of 

gold (Keating, 2001). Cyanidation, accounted for about 

88% of ali Canadian production, the balance being 

obtained as a by-product of base metal refining ( 10%) and 

placer mining (2%). 

Current cyanidation processes involve a combination 

of: crushing I grinding; gravity concentration; tlotation; 

cyanidation; gold recovery using: carbon-in-pulp (CIP), 

carbon-in-leach (CIL), filtration-zinc precipitation 

(Merrill-Crowe); electrowinning and refining. ln the 

crushing and grinding stages ore is ground to facilitate 

dissolution; a typical grind would be80% -105 Jlm. Some 

mills grind thc ore in a cyanidc solution so that it can 

attack the freshly exposcd gold surfaces. ln some cases, 

prcconcentration of the coarse gold by gravity is 

practicedto improve overall recovery and reduce the size 

of the cyanidation circuit. A combination of tlotation and 

cyanidation is used when thc bulk of the gold is 

associated with a sulphide, in this case it is common 

practice to separate the sulphide fraction, and in so doing 

the gold by froth tlotation. The sulphide concentrate 

would typically represent 10-15% of thc original feed and 

contain up to 99% of the gold which is then fed directly 
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cyanide can recover 80% of the gold when the ore is 

ground to 80% -I 00 Jlm . For other gold containing ores 

some pretreatment is required. Roasting is used to burn 

away carbon that will adsorb or Apreg-rob@ the leachcd 

gold. Autoclaving is used to oxidize sulphide and arsenic 

minerais thereby liberating entrained gold particles. 

lnformation on the processing methods used as well as the 

cyanide destruction techniques in place at some Canadian 

gold mines are shown in Table I. 
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Figure I: Typical gold processing flow sheet. 

CY ANIDATION 

Cyanide in solution exists as either free or complexed 

cyanide. When solid sodium cyanide is dded to solution it 

dissociates to form the sodium and CN" ions. The CN- ion 

then combines with the hydrogen ion to form molecular 

HCN (Logsdan et ai, 1999). Free cyanide normally refers 

to the combined concentration ofthese two compounds. ln 

solutions, an equilibrium is set up between these two 

compounds, the ratio being determined by the pH (Figure 

2). Under normal conditions oftemperature and pressure, 

the concentrations of HCN and cN· are equal at pH 9.4; 

below this pH HCN predominates and above this pH CN" 

predom inates. 
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Figure 2: Speciation of cyanide as a funct!on c !' pH (H iggs, 

1992) . 

Mills typically use solutions of sodium or potassium 

cyanide in the range of I 00 to SOO mg!L to extract gold 

from the ore under well aerated conditions. Cyanidation is 

conducted at álkaline pH =s (pH I 0-12) which: prevents the 

loss of HCN, suppresses cyanicides such as zinc and 

improves the efficiency ofthe extraction process. Leaching 

takes place in a series of mechanically agitated tanks for 

24-48 hours at about 50-SS% solids. The dissolution is 

believed to be a two stage dissolution which is represented 

by the overall equation shown below. 

4 Au + 8 NaCN + 0 2 + 2 H20 -+ 
4 NaAu(CNh + 4 NaOH [I] 

Table I: Milling and etlluent treatment practice in Canadian 

Gold Mines (Adapted from Damjanovic, 2000). 

Mine Process Effiuent trcatment/ 
Etllucnt quality 

Barrick Gravity, 
Gold, Est tlotation, lnco SO:>/air, natural 
Malartic, cyanidation, dcgradation 
Qucbec Mcrriii-Crowe 
Barrick Carbon-In- Natural degradation 
Gold, Holt Lcach (CIL) CNF <0.001 
McDcrmott, CNTO.OI mg!L 
Ontario CNwAD 0.066 mg!L 2 

Battlc Gravity, Hemlo Process 
Mountain cyan idation, CNT0.3 2,3 

Gold, Carbon-In-
Golden Pulp (CIP) 
Giant Mine. 
Ontario 

ｾＭＭ L__ ---- -- ＭｾＭＭＭＭＭＭＭＭ

Table 1: Milling and effiuent treatment practice in Canadian 

Gold Mines (Adapted from Damjanovic, 2000). 

Mine I Process 
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Table I: Milling and et11uent treatment practice in 

Canadian Gold Mines (Adapted from Damjanovic, 2000). 

Mine Process Eftluent treatment/ 

Effluent quality 

Black Cyanidation, Natural degradation 

Hawk CIP 

Mining 

ln c., 

Keystone 

Gui,J Mine, 

ｍ＼Ｎｾｮｩｴｵ｢｡＠

Cambior, Cyanidation , Natural degradation 

La Mine CIP/CIL CNF 0.01 mg/L 

Duyon, CNr 0.07 mg!L 

Qucbec CNwAD 0.01 mg/L 
2

'
3 

Inm..:t Gravity, Inco SOiair 

Mining tlotation, 

Corp. , cyanidation, 

Trolius, CIL 

(.)uc·bec 

Kinross Gravity, Hydrogen peroxide, 

Golcl Corp., cyanidation , ferric sulphate 

Timmins CIP 

Operations, 

Ontario 

Placer Gravity, Inco SO/air, natural 

Dome. f1otation, clcgradation CNF 

Campbell pressure 0.25 mg/L 

Mine, oxidation, 

Ontario Merrill-

Cmwe, CIP 

Placer Gravity, Inco SOiair 

Dome, cyanidation, 

Dome CIP 

Mine, 

Ontario 1 

Placer Gravity, Inco SOiair, natural 

Dome, cyanidation, degradation CNr 

Musselwhit CIP 0.022 mg/L 

e Mine, CNwAD 0.008 mg/L 
2 

Ontariu 

Richmont Cyanidation, Inco S02/air 

Mines, CIP 

Nugget 

Pund 

Di vision, 

Newfouncll 

anel 

Royal Oak Flotation, Natural degradation 

Mines. cyanidation, 

Pamuur Merrill-

Mine, Crowe 

Ontario 

TVX Guld Cyaniclation , Natural degradation, 

Inc. . New CIP ferric sulphate 

Brillania 

Mine, 

Manitoha 

v 

Table I: Milling and eftluent treatment practice in 

Canadian Gold Mines (Adapted from Damjanovic, 2000). 

Mine Process Efnuent treatment/ 

Eftluent quality 

Williams Cyanidation, Natural degradation 

Operating CIP CNr 0.019 mg/L 

Corp., CNwAD 0.007 mg!L 

Williams 2,3 

Mine, 

Ontario 

Viceroy Cyanidation Zero discharge 

Minerais heap leach, 

Corp. , CIP 

Brewery 

Creek 

Mine, 

Yukon 
1 Yeomans and Yaschyshyn, 2001 
2 

Melis et ai, 1998 
3 Melis, 2000 

ln solution the cyanide and any metais present may 

beco me linked in the form of metallic-cyanide complexes 

which results in excessive reagent consumption and may 

also interfere with the dissolution or subsequent 

precipitation processes. It is important to determine the 

quantity and composition of these complexes in order to 

ensure the proper selection of the destruction technique 

that is able to chemically break down these complexes 

and then destroy the cyanide. 

EFFLUENTS 

The eftluents from the gold milling process, either 

with or without prior treatment for cyanide remova!, are 

directed to a tailings pond where solids settle out and are 

retained. The clear, decant water, with or without further 

treatment, is then discharged to the receiving waters. 

Common ｣ｯｮｳｴｩｴｵ･ｮｴＮＮｾ＠ of gold mill eftluents contain: free 

cyanide, simple compounds, weak complexes and strong 

complexes. ln Table II these are listed in order of 

increasing stability. The stabilities and relative 

concentrations in solution will bc a factor in the selection 

of the treatment method (McNamara and Ritcey, 1988). 

The metallic complexes are products of 

relatively insoluble materiais and free CN- in solution, the 

stronger complexes formas more excess CN- is available 

in solution. Iron cyanides are very stable in the absence 

of light but in the presence of light readily break down. 

Some of the other compounds that are formed in the 

process are: thiocyanate (CNS), which occurs in the 

preparation or leaching stages, it breaks down under UV 



D.W. Koren 

light and can he dcgraded biologically; cyanate (CNO) 

which is formed by the oxidation of cyanide in leaching 

or as a result of cyanide destruction process; ammonia 

(NH3) and formate which are formed at room temperaturc 

when CN rcacts with water. A typical analysis of an 

ertluent is given in Table III. 

Table II: Cyanide compounds in solution in arder of 

increasing stability. 

Compound Chemical Comments 

formula 

Free CN·, HCN Very soluble; 

cyanidc equilibrium 

determined by 

pH 

Simple NaCN, KCN, Readily soluble 

compounds Ca(CNh 

Zn(CNh, Relatively 

Cd(CN)2, CuCN, insoluble but do 

Ni (CNh, AgCN dissolve 

Weak Zn(CN)4
2

-

complcxes Cd(CN)3-

Cd(CN)/-

Moderately Cu(CN)2. 

strong Cu(CN)/" 

complexes Ni(CN)/ 
Ag(CN)2. 

Strong Fc(CN)6
4

-

complexes Co(CN)64
-

Au(CN)2-

Table III: Typical analyses of gold mil! eftluent (Scott, 

1993 ). . 

Component Concentration 

(mg/L) 

cN· 50-2000 

CNS 42- 1900 

S203 856 

As o- 115 

Cu 0.1-300 

Fe 0.1- 100 

Pb o- 0.1 

Mo o- 4.7 

Ni 0.3 -35 

Sb o- 93 

Zn 13-740 

I 

vi 

REGULATIONS 

Presently ú1e Canadian Metal Mining Liquid Eftluent 

Regulations (MMLER) providcs ú1e minimum discharge 

standards for ali núnes with thc cxception of gold mines 

and núnes that have been in opcration since 1977. Dueto 

this exemption, therc are currently no federal regulated 

leveis for cyanidc. Proposed changes to thesc regulations 

will likely include ali mines and place an upper limit of 

1.0 mg/L for total cyanide. They will also require that the 

e flluent be non-acutcly toxic to rainbow trout. Mines in 

Canada are also subject to provinci al rcquirements which 

do include an upper limit for cyanide. Some of thc 

requiremcnts for the differcnt provincialjurisdictions are 

provided in Table IV below. Also includcd in the tablc 

are selected international ef!luent discharges standards 

applicable to mining operations. 

Table IV: Eftlucnt dischargc limits for total and W AD 

cyanide (Senes , 1999). 

Jurisdiction Total WAD ! 

Cyanidc cyanide I 

(mg/L) (mg/L) 
! 

Ontario, Canada 
. 

11 
I 

Qucbec, Canada 1.5 

British Columbia, 0.1-0.5 2 

Canada 

Yukon, Canada 0.05-0.5 3 
0.1 -0.2 

3 

Chile 1 4 

South Africa 0.5 
5 

World Bank 1 6 0.5 
6 

Tasmania 0.05, 0.2 
7 

NOTES: 
1 

Ontario Regulation, 560/94, values are typical in 

Certificatcs of Approval 
2 

Pollution Control Objectives for ú1e Mining, Smelting 

and Relatcd Industries of Briti sh Columhia, range of 

values apply to discharges into marinc and fresh waters, 

ali values are dissolved values in the receiving 

environment 
3 

Range of values from 4 licenses held by ú1e Yukon 

Territory Water Board 
4 

Discharge to water ways 
5 

General Eftlucnt Standards, separatc standards exist 

depending on the end use (Pulles et al, 1996). 
6 

Guidelines for Base Metal and lron Ore Mining 
7 

Discharge to frcsh water and marinc environment. 
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Thc inclusion of a toxicity component represents a 

shifl in focus of regulat.ions from placing limits to 

measuring lhe impact on the rcceiving environment. 

Current rcgulatory mcasurcs of toxicity relate to lhe acute 

lethality of eftlucnts to fish as mcasured by thc 96 hour 

bioassay method. ln !bis tcst, 50% of ú1e tish exposed to 

1 OO'fc, of the eftlucnt must survivc for 96 hours. The 

toxicity is oftcn expresscd as LC50, ú1at is the 

concentralion of a component in cUl cf11uent tbat kills 509/J 

ol' the tcst fish in 96 hours (Scott, 1993). ln 1998, the 

Canadian precious metais industry had a 86% pass rate 

for this tt:st. Thc substances most commonly suspected of 

causing toxicity are ammonia and copper. Other 

suspectcd toxicants includc: high alkalinity, hcavy metais, 

cyanate and thi ocyanate. 

The thrcc groups of animais known to be affccted by 

cyanrdc are: mammals , repti les and amphibians; 

ｭｾｧｲ｡ｴｯｲｹ＠ birds and watcrfowl; and oú1er forms of aquatic 

h!L:. RL·ports of cyanidc poisoning of the tirst group are 

minirnal , duc to implementation of appropriate 

containmcnt Lksign and enginccring standards. Witl1 

w:Herfowl the primary concern is with exposure in open 

ponds :11 mining opcration; if the ponds are netted or the 
weak acid dissociahle (WAD) cyanide kept below 50 

mg/L thc risk is núnimized (Smith and Mudder, 1995). 

For thc preservalion o r aquatic life, WAD cyanide (the 

toxicologicall y imponant form o r cyanidc) can bc reduced 

to acceptable leveis via the use of well established 

chemical, physical and biological treatment processes. 

Site specific chronic critcria, 0.01\-0.10 mg/L WAD 

｣ｾ｡ｮｩ､｣＠ havc been developed for U1e protection of aquatic 
hte a11d haw becn implcmentcd in a numbcr ofreceiving 

waters 111 tl1e US and New Zealand. 

EFFLUENT TREA TMENT PROCESSES 

A !'ter gold recovery hy carhon adsorption , lhe resulting 

harren solution invariably contains hoth free and 

complexed cyanide. Degradation products such as: 

thiocyanate, cyanate and ammonia are also present in t11c 

e!llucnL As mcntioned, due to thc toxicity of tbesc 

componcnts it is usually necessary to treat the eft1uents 

h c !"o re ú1cy can he d ischargcd i nto thc environmcnt. Thc 

most cummonly practised techniques for lhe treatment of 

cyani?c containing crtluents are: natural degradation, 
chemJCal oxidation, biological oxidation and recycle or 

recovcry. The process employed ata si te is chosen on lhe 

basis or si te spccitic factors such as: ú1c levei and type of 

contaminant (i .c. simple, complexed), the form of thc 

cft1uent (i.e. claritied, slurry) and the tina! eft1uent quality 

desired. 
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Natural Degradation 

Until the 1980's natural degradation was the only 

process tbat was used to destroy cyanide in gold núll 

･ｦｴＱｵｾｮｴｳＮ＠ Even with the advent of newly developed 
chemrcal methods, natural degradation remains the most 

commonly used treatment technique either atone or in 

combination with chemical methods. ln tl1is proccss the 

cyanide and dissociated metal complexes are broken 

down by natural processes that occur tbrough prolonged 

exposure to lhe environment in tailings ponds. A number 

of physical, chemical and biological mechanisms are 

involved in lhe overall remova! of cyanide in !bis meU10d, 

but volatilization and metallo-cyanide dissociation are t11e 

main ones controlling the proccss (Simovic and 

Snodgrass, 1989). Other factors tbat are also involved 
are: pH depression, dissociation, photolysis, chenúcal and 

biological oxidation, precipitation and absorption (Scott, 

I 993). Following dissociation of lhe complexes, t11e base 

metais precipitate as hydroxide. If iron cyanide 

complexes are present, photolysis witb sunlight is 

necessary for their dissociation (ADI, 1994 ). 

The rate at which natural degradation occurs is 

int1uenced by a number of factors, including: pH, 

temperature, ultraviolet radiation, aeration, turbidity, and 

lhe pond conditions (e.g. area, deptl1, retention time). The 

effect of surface area was evident at Hemlo Gold=s Giant 

Mine in Nortbern Ontario. At !bis site lhe surface area of 

lhe tailings pond was increased from 23.3 acres in 1987 

to 43.9 acres in 1988 witl1 a corresponding decrease in 

deptb (Konigsmann et ai, 1989). This produced a 

significant effect on lhe final eftluent conccntrations of 

CN and lhe metais over these two years (Table V). Otl1er 

examples showing lhe effectiveness of natural 

degradation are seen in data for Lupin and Holt

McDermott Mines. At lhe Lupin núne natural 

degradation is lhe sole metbod of cyanide degradation 

(Scott, 1993 ), it is accomplished in a series of two ponds 

whose total retention time is two years. ln 1991, the 

cyanide concentration in thc mi! I discharge was reduced 

from 166 mg/L cyanidc to 0.019 mg/L as a result of the 

degradation in lhe ponds. At U1e Holt-McDermott 

opcration, two settling basins of 75 and 100 Ha are used 

for natural degradation. Recent results show effective 

remo vai of CNr from I 00 mg/L to less than 0.01 mg/L, 

｣ｾ｡ｮ｡ｴ･＠ and tbiocyanate are also reduced significantly in 
thrs system (Goode et ai, 2001). This even tbough the 

ponds are covered witl1 ice for 4 montbs of the year. 
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Table V: Effluent quality at Hemlo Gold Golden Giant 

Mine (Konigsmann et al, 1989) 

CN Cu Fe Ni 

Tailings 88.3 8.5 22.3 5.8 

1987 6.1 3.1 0.7 2.3 

1988 0.7 0.2 0.3 0.3 

Some of the advantages of a natural degradation 

system are that it is relatively inexpensive and can be 

developed in conjunction with existing tailings ponds. If 

properly designed it could also result in the remova! of 

contaminants such as ammonia and iron cyanide 

compll:xes. The most signiíicant disadvantage for 

Canadian opt:rations is that during the colder months 

natural degradation is practically non-existent. This 

means that if an operalion relies only on this process then 

a water retention time of nine to ten months is needed to 

ensure that most of the cyanide is degraded. Another 

disadvantage of this method is that while natural 

degradation is occurring, the waste may pose a threat to 

humans and animais. 

Some of these factors were taken into account by 

researchers at Environment Canada who developed a 

predictive mathematical model (Simovic and Snodgrass, 

1989). This model can be used to design ponds for 

cyanide containing eftluents and to predict the change in 

concentration occurring in a tailings pond and holding 

ponds as a result of natural processes. lt was tested using 

data from real ponds and was shown to provide 

statistically sound predictions, at least within the 95% 

contidence interval of the predicted value. 

Chemical Oxidation 

The two most commonly used chemical oxidation 

methods for the degradation of cyanide are those using 

S01 and Hz02. 

ln S02 processes, cyanide in solution is oxidized to 

cyanate using sulphur dioxide or ferrous sulphate and air 

in the presence of copper (U.S. EPA, 1994) according to 

the reaction below: 

CN- + S02 + 02 + H20 -+ CNO" + H2S04 [2] 

The acid formed in this reaction is neutralized with 

lime. Two patented processes exist using this concept, 

one by Inco and the other by Noranda. 

Inco Limited has developed and patented an S02/air 

process for the destruction of cyanide in 1982. The 

process is patented and requires the payment of a royalty 

fee to Inco when it is applied. This has become the most 
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widely used chemical method for the destruction of 

cyanide in Canada and in fact there are about 45 sites that 

are licensed worldwide. It is applicable to the treatment 

of both slurries and clear solutions. ln this process the 

cyanide ion and the cyanide component of metal 

complexes are oxidized to cyanate by a mixture of S02 or 

sodium bisulphite and air in the presence of a copper 

catalyst ata controlled pH. The theoretical requirement 

is 2.64 g SOz!g CN (W AD), with actual dosages required 

ranging from 3 to 5 glg for clear barren solutions and 4-7 

g/g for slurries (U.S. EPA,1994). Copper sulphate is 

added at a concentration of approximately 50 mg/L and 

the pH is controlled to about 8-1 O. Reaction times vary 

from 20-90 minutes. At one site 10 mg/L cyanide is 

removed using the feed pipeline as the reactor, in this 

case the retention time is only 6 minutes (Yeomans and 

Yaschyshyn, 2001 ). Iron cyanide complexes are removed 

through the formation of copper, zinc or nickel 

ferrocyanide precipitates (Senes , 1999a). Cost estimates 

for implementation of the Inco process were provided in 

Senes (1999b) for the treatment of 2.6 million m3 of 

wastewater per year; the capital cost was in the range of 

$1.8 million (Cdn) and the operating cost was $0.10 

(Cdn) 1m
3

• This process is generally able to reduce the 

total cyanide, dissolved iron, nickel and zinc 

concentrations to less than 1 mg/L, although copper 

concentrations may exceed this and may have to be 

removed using other means. At one site copper is 

removed through the addition of EDTA (Yeomans and 

Yaschyshyn, 2001). Another area of concern is that 

although cyanate is thought to be 3,000 to 5,000 times 

less toxic than cyanide it may further oxidize to form 

ammonia, which is toxic to freshwater fish . ln this case 

the toxicity can be reduced by the addition of carbon 

dioxide to reduce the pH and thus convert the ammonia to 

its less toxic form. Performance data from sites 

employing the air/S02 process are given in Table VI. 

Table VI: Typical treatment results (Robbins, 1996) 

Company Eft1uent type 

before After 

Colosseum Slurry 375 0.4 

Casa Berardi Slurry 250 1.0 

Golden Bear Slurry 200 1.0 

McCoy/Cove Slurry 250 5.0 

Nickel Plate Slurry 250 5.0 

McBean Solution 370 0.2 

(barren) 

Mineral Hill solution 350 0.5 
(barren) 

Stock (pond) solution 15 1.0 
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Noranda lnc., holds a patent for a similar destruction 

process for tailings eftluent, it has been tested and is 

presently in place at their Golden Giant Mine in Ontario 

(Damjanovic, 2000). The process was developed as a 

result of a site specitic need to contrai antimony and 

molybdenum (Konigsmann et ai, 1989). ln the Noranda 

process, copper and ferrous sulphate are added to the 

eftluent; in the presence o f hydroxide ions the ferrous iron 

is oxidized to ferric oxide while the cupric ion is reduced 

to cuprous ions which removes the free cyanide as 

insoluble precipitates. This remova! of cyanide ions from 

solution shifts t11e equilibrium of the cyanide complexes 

to produce more free cyanide. Residual cyanide is 

oxidized by thc addition of hydrogen peroxide. This 

process has only been applied this site. Some eftluent 

data from this process are presented in Table VII. 

Table VII: Intluent and efflucnt assays for the Hemlo 

Process (Konigsman et ai., 1989). 

Int1uent Eftluent 

pH 9.10 9.81 

CNT 23.20 0.13 

Cu 4.10 0.50 

Fe 5.20 0.11 

Ni 4.80 0.08 

Sb 7.70 1.00 

Mo 1.20 0.20 

CNS 44.40 24.20 

Hydrogen peroxide in the presence of a copper catalyst 

can be used to convert cyanide to cyanate in much the 

sarne way as sulphur dioxide is used in the Inca S021air 

process. Theoretically one mole of hydrogen peroxide 

will oxidize one mole of cyanide, according to the 

rc 8c tion below: 

[3] 

ln practict.: higher concentrations are required to 

achieve faster re<tction rates. Any dissolved metais 

complcxes such as tl1ose containing copper, nickel or zinc 

are pnxipitated as hydroxides. Iron cyanide complexes 

are not oxidized by pcroxide, tl1ese will be precipitated as 

cupric terroeyanide. ln this case though sufticient copper 

must be available to act as both a catalyst for oxidation 

and as a precipitant for íerrocyanide (ADI, 1994). The 

peroxide can be directly dosed into the tailings pond. 

Since peroxide decomposes rapidly in the presence of 

solids it is not economical for the treatment of slurries. 

Equipmcnt requirements for the hydrogen peroxide 

processare similar to tl10se required for the Inca process. 

The process is carried out in conventional stirred tanks, 

at pH 10-11 for 45 minutes to 2 hours with a peroxide to 

cyanidc r ati o of 4-5/1 being used (ADI, 1994). The major 

ix 

advantage of this process is that no by products that might 

cause toxicity are left after the reaction takes place. 

Peroxide has been proven effective at a number of 

operations and its effectiveness is controlled by variable 

reagent addition in response to varying effluent 

compositions. On the negative side it has not been 

proven effective on slurries and added safety precautions 

are needed in this case since hydrogen peroxide is a 

strong oxidizer, and can give rise to violent explosions if 

in contact with combustible material (U.S. EPA, 1994). 

Biological Treatment 

Microbial action either naturally occurring or in an 

engineered reactor, results in the transformation of 

cyanide into ammonia. Any metais that are present in the 

forro of cyanide complexes are released and absorbed by 

the biomass and thiocyanates are converted to sulfate, 

according to the following reactions (U.S. EPA, 1994): 

Cu2CN + 2 H20 + 0.502 -+ 

Cu-biotilm + HC03 + NH3 [4] 

SCN + 2H20 + 2.502 -+ 

[5] 

If the proper conditions are in place, further microbial 

action will convert the ammonia to nitrate: 

ｎｾ＠ + + 1.502 -+ NOz- + 2H+ + HzO 

N02- + 0.502 -+ N03-

[6] 

[7] 

The first such plant to utilize these naturally 

occurring reactions to degrade cyanide solutions was the 

Homestake Mine in South Dakota. The treatment plant 

consists of 48 rotating biological contactors (RBC=s); 24 

for cyanide degradation and 24 for ammonia conversion 

(Senes, 1999). The RBC consists of a series of disks 

mounted on a rotating shaft with the disks being partially 

submerged in a trough. The rotating shaft alternately 

contacts the biomass with the wastewater and the 

atmosphere. Addition of small amounts of phosphoric 

acid are needed as a nutrient for the microorganisms. 

After the ammonia is converted to nitrate, metais and 

biomass are removed by the addition of ferric chloride 

and a flocculant. The plant in South Dakota treats and 

discharges 21,000 m
3 

per day into a cold water trout 

íishery (Whitlock, 1995). The average effluent treatment 

remova! experienced in the plant is: 99-100% 

thiocyanate; 96-98% total cyanide; 98-100% WAD CN; 

95-99% copper; and 98-100% conversion of ammonia to 

nitrate (Whitlock, 1995). Permit values that have to be 

attained at this si te are: 0.1 O mg!L W AD CN, 0.13 mg/L 

Cu, 1.0 mg!L ammonia (Whitlock, 1990). At the time it 

was build, in 1984, the capital costs were 2/3 the cost of 
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a convcntional treatment plant; the operating costs are 

$US 0.11 /m3 of water treated (Whitlock, 1995). 

A second biological plant has been installed at 

Homestakc=s Nickel Plate mine in British Columbia 

when it was closed in 1996 (Given and Meyer, 1998). It 

was put in place in ordcr to treat the tailings pond water 

prior to discharge therefore the t1ow to the plant can be 

controlled without worry of process upsets i f thc mi li 

were operating. The process involves a combined aerobic 

and anaerobic biological proccss for the remova! of 

residual cyanide, thiocyanate, ammonia and nitrate 

couplcd with a High Dcnsity Sludge-ferric sulphate 

process for the remova! of arsenic and any other residual 

metais (Given and Mcyer, 1998). Thc plant was initially 

operatcd to treat 1090 m
3
/day and thcn slowly increascd 

to 2450 m
3
/day; the average operating cost is 8.60 

$(Cdn)/m3
. 

These two cxamples have shown successful 

application or this technology, it would not likely be 

applicablc to most sites in Canada though because of its 

reduced pcrformance in the colder climates and seasonal 

variations of llow rate and water quality (Senes, 1999). 

CY ANIDE RECOVERY PROCESSES 

Although generally effective, the cyanide destruction 

processes present both economic and environmental 

drawbacks (Rivcros et ai, 1998). Mining companies 

spend a considcrablc amount of money both destroying 

and rep1acing cyanide. ln addition, cyanate, a byproduct 

of most chemical oxidation processes degrades to 

ammonia which is highly toxic to fish. Alternatively, 

cyanide can be recovered from eftluents for reuse in the 

leaching circuit. 

The AVR (Acidification - Volatilization 

Reneutralization) process is probably the best known 

method to recover cyanide. ln this process the pH of the 

eftluent is reduced to pH 2 to 3 by the addition of 

sulphuric acid to form HCN. The reduction in pH causes 

any metallo-cyanide complexes present in the solution to 

dissociate releasing more HCN while the metais 

precipitate. The solution is then contacted 

countercurrently in a packed column with a stream of air; 

dueto the difti culty in volatilizing the HCN, volumes of 

air about 300-500 times the liquid tlow rate are necessary. 

The HCN in the air stream is then reabsorbed in a 

second column by countercurrently contacting it with 

caustic soda thereby forming sodium cyanide which can 

be returned to tlle leaching circuit. The A VR process was 

used by Hudson Bay Mining and Smelting in Manitoba 

from 1935 to 1975. This plant incorporated the basic 
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concepts that have been used in subsequent plants, 

namely: volatilization in countercurrent columns; air 

recycling; and thc absorption of HCN in lime slurry 

(Riveros et ai, 1998). The Golconda Minerais= Plant in 

Tasmania improved on thc safety aspects by using a 

negative pressure, ensuring that any leakage would bc 

inward (Kitney, 1 9H8; 1989). 

ln recent years, lhe mining industry has been 

processing more copper rich gold ores resulting in higher 

cyanide consumptions because of the formation o r copper 

cyanide complexes which in turn results in highcr 

treatment costs. It has been shown (Riveros ct ai, 1998) 

that cft1uents containing as high as 979 mg!L copper and 

1893 W AD (weak acid dissociatcd) cyanidc could be 

treated using an A VR process; in these tests, 90% of the 

copper was precipitated and easily separated from the 

solution. 

A variation of the original A VR process is known as 

the Cyanisorb process which was proposed by Mudder 

and Gladstone ( 1989). To rcduce the acid consumption 

the solutions were acidificd to pH=s varying from 6 to 

9.5. Unlike the AVR process this process can treat 

slurries and thus costs associated with solid I liquid 

separation are eliminated. This process is presently being 

used at two opcrations: thc Golden Cross mine in Waihi, 

New Zealand and the NERCO DeLamar mine in ldaho 

(Senes, 1999). The Goldcn Cross plant treats 2180 tlday 

o r a 34% solids slurry; approximately 90% of the cyanide 

is recovered and the tina! eft1uent contains 20 mg!L 

cyanide. Capital costs for this plant were estimated at 

$3.7 million (1994 US$); while operating costs were 

0.88$ (US)/t ore or about 0.48 $(US)/m3 of water treated 

(Senes, 1999). One drawhack of this process is that since 

it is operated at neutral pH=s it would not be able to 

recover cyanide from most metallocyanidc complexes, 

notably those of copper, zinc and iron . 

Vitrokele is another process that has been shown to be 

able to recover cyanide from slurrics or clarified 

solutions. It has been tested in severa! laboratories and 

field sites but no commercial plant have been constructed. 

ln this process, an ion exchange resin binds cyanide and 

metallocyanide complexes. The loaded resin is then 

eluted in two steps: in the first it is contacted with zinc 

tetracyanide to remove the metais and in the second with 

sulphuric acid to remove the free cyanide. The metal 

containing solution is then aciditied with acid for zinc 

recovery by ion exchange followed by copper 

precipitation using sodium sulphide or hydrosulphide. 

The cyanide solution can then be treated with 

conventional A VR to recover the cyanide. The biggest 

concern with this process is its long term stability and the 

resistance of the resin to attrition and fouling (ADI, 

1994 ). 
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Thc major advantagc of U1ese processes is U1at cyanide 

can bc rccovcrcd for reusc which may he important in 

rcmotc locations where the cost of cyanide may bc very 

l11gh. Studies in Ncw Zcaland have indicated that the 

A VR process could gcncrate an operating proftt, however 

at thc time of thc study, cyanidc costs in New Zealand 
wcre 3-5 times higher than thosc in Ule US (U.S. EPA, 
l 994 ). AnoU1er hene!it of Ule process is Ulat it does not 

generate any hyproducts such as cyanate, ammonia or 
chloroamincs). Tllc major draw hack is Ulat the proccss 
IS complex and rcljuires strict safety precautions because 

of the cvolution of HCN which is highly toxic and thus 
can present a scrious risk to workers in such a plant. 

With propcr prccautions, such as operating the systcm 
under a negative prcssure and having ade4uate monitoring 
systcms in place, Ulesc risks can hc reduced. 

ALTERNATIVE TO CYANIDE 

Whilc cyanidc rcmains thc lixiviant of choice dueto 
its cf!icicncy and low costs, it does pose risks to the 

e_nvironmcnt. The risks invol ved h ave been brought to 
IIght hy the spill of cyanide containing tailings from the 

Omai Gold Mine in Guyana in I 995 and more recently at 
the Baía Marc mine in Hungary. As a result of incidents 

like these some jurisdictions have prohibited the 

aprlication of cyanidc to recover gold (e.g. California, 

Colmado, Jap<ll1 and Turkey). ln addition, Ulere are oUlcr 

technical prohlems associated wiU1 tl1e use of cyanide. 
Namely high consumption in copper containing ores and 

the di rticulty in thc rccovcry of gold from refractory ores. 

A_s a result of this there have bcen severa! projects 
Inlliatcd to dcvclop an altcrnativc to cyanidc. The most 
promising o r thcsc is Uliosulphate. 

ln addition to heing less toxic and relatively cheap, 
Uliosulphatc forms a stablc anionic complcx wiUl gold but 

is less reactive to othcr metab (Yen et ai, 2001). 

H owever, t11e chcrnistry is more complex and many of Ule 

mcchanisms involved are not fully understood. 
Thiosulphatc leaching relJuires three components: 

ammonium thiosulphate, ammonium hydroxide and 
cupric ion (copper sulphate) (Yen et a!, 2001). The 

lliiosulphate dissolves and stahilizes U1e gold in solution, 
while thc ammonia and copper increase U1e kinetics, it is 

thought UHtt the cupric ion acts as a catalyst. The 

ammonia is needcd to stabilizc Ule cupric ion as a cupric 
tetraaminc complcx. 1l1e overall reaction is Ulought to be 

as follows (Hiskey and Atluri, I 998): 

xi 

[8] 

There has been extensive work on Ule use of 
thiosulphatc as an alternative lixiviant, most of the work 

has been carried out at the lab scale on mild refractory 

ores under a wide range of leaching conditions, such as: 
0.03 - 4.0 M (NH4)4S203, 0.09- 4.0 M NH40H 0.001 -

O 
ｾ Ｎ＠ , 

.I M Cu and pH 7 -11. Problems encountered Ulus far 

are: high reagent consumption; materiais selection; and 

evolution of ammonia in the air. The high reagent 
requirements at present make this process uneconomical 
compared to cyanidation and Ulus more research is 

required in Ulis arca. Recovery of Ule gold from solution 
is also anoUlcr arca fuat is receiving much attention; 
cementation seems to be Ule best process, but work is 

continuing in Ule arcas of ion exchange and solvent 
extraction. 

CONCLUSIONS 

The cyanide leach process has dominated ｕｬｾ＠ gold 
leach industry for Ule most part of Ule twentieth century 
and will likely continue to do so for some years to come. 

ｔｨｾ＠ process is simple, efticient and usually very 
torgiving under non-optimum conditions (Fleming, 1998). 

There is justitiable concern over its use since it is a toxic 

substance and can be lethal if it is injested in suft1cient 

amounts. Over Ule past two decades though mining 

companies have made significant advances in the 

handling and treatment of cyanide waste solutions. ln 
particular Ule Canadian industry, as described in this 

ｲ･ｰｯｾｴＬ＠ ｾｳ･ｳ＠ a variety of methods to efticiently destroy 
cyamde m order to meet regulations Ulat ensure there are 
no impacts to the environment by eftluent discharges. 

. More often now Ulere are ores fuat are being 
d1scovered Ulat require large amounts of cyanide to leach, 

these are being avoided for the most part. As resources 

become more scarce, Ulis may force industry to more fully 
develop cyanide recovery and recycle processes. Recent 
public and regulatory pressures may also lead to the 

development of alternative lixiviants such as Uliosulphate. 

REFERENCES 

ADI Nolan Davis Inc. A review of the status of gold 

mine eftluent control and compliance in Canada 
(Draft). Report prepared for Mining, Mineral and 

Metallurgical Process Division, Industrial Sectors 
Branch, Environment Canada, March 1994. 



D.W Koren 

D:tmjanovic, B. Canadian Milling Practice. Special 

Volume 49, Canadian Institute of Mining, 

Metallurgy and Petroleum, 2000. 

Fleming, C.A. Thirty years of turhulent changc in the 

gold industry. ln: Proceedings of the 30'
11 

Annual 

Meeting of the Canadian Mineral Proccssors, 

January20-22, 1998,pp.49-82, l99R . 

Gi 1cn, B. and S. Meyer. Biological treatment of tailings 

solutions at the Nickel Phlle Mine. Paper 

downloaded from the Homestake Web Page, 

www.hornstake.com, 1999. 

Goode, 1 .R., 1. McMullen, J .A. Wells and K.G. Thomas. 

Cyanidc and the Environment: Barrick Gold 

Corporation=s Perspective. ln: Cyanide: Social , 

Industrial and Economic Aspects (Eds: C.A. 

Young, L. G. Tidwell and C.G. Anderson), The 

proceedings of the symposium held at the Annual 

Meeting of TMS, New Orleans, Louisiana, 

February 12-15,200 1, pp. 257-270,2001. 

Higgs. Technical Guide for the Environmental 

Management of Cyanide in Mining, British 

Columbia Technical and Research Committee on 

Rcclamation, Cyanide Sub-Committee, prepared 

by T.W. Higgs Associates Ltd. in association with 

EVS Consultants Ltd, ASL Laboratories Ltd, and 

Gormely Process Engineering, July 1992. 

Hiskcy, J.B. and V.P. Atluri. Dissolution chemistry of 

gold and silver in different lixiviants . ln: Mineral 

Proccssing and Extractive Metallurgy Review, vol. 

4, pp. 95-134, 1988. 

Keating, J. Gold. ln: 1999 Canadian Minerais 

Ycarhook, Natural Resources Canada, Ottawa, 

ON, Supply and Services Canada, pp. 23.1-23.30, 

2001 . 

Kitney, M.J. Cyanide regeneration from gold tailings 

Golcond a= s Beaconstield experience. Tn: 

Proceedings of t11e Perth Gold 88 Conferencc, pp. 

89-93, 1988. 

Kitney, M.J. Cyanide regeneration from gold tailings 

Golconda= s Beaconstield experience. ln: 

Proceedings of the Gold Mining Eftluent 

Treatment Seminar, Mississauga, Ontario, March 

22-23 , I 989. 

Konigsmann , E ., E. Goodwin and C. Larsen . Water 

management and efl1uent treatment practice, 

Golden Giant Mine, Hemlo Gold Mines, Inc. ln: 

Proceedings of the 21st Annual Meeting of the 

Canadi an Mineral Processors, January 17-19, 

1989, Ottawa, Ontario, pp. 65-94, 1989. 

xii 

Logsdan, M.J., Hagelstein, K. and Mudder, T.I. The 

Management of Cyanide in Gold Extraction. 

lnternational Council on Metais and the 

Environment, April 1999. 

McNamara, V.M. CANMET Acidification 

Volatilization I Reneutralization Process for 

cyanide recovery and environmental contrai. 

CANMET Division Report MRP/MSL 85-44 (IR), 

1985. 

McNamara, V.M. and G.M. Ritcey. Cyanide abatement 

processes for gold mill eft1uent treatment. ln: 

Proceedings of the CANMET Industrial Seminar 

in Timmins, Ontario, November 22, 23, 1988, pp . 

321-422. 

Melis , L.A. , B.C. Fielder and N.D. Prem (Melis 

Engineering Ltd.). 1998. CANMET!MMSL B 

INTEMIN Manual on Aspects of Metallurgical 

Plant Operations lmpacting on the Environment: 

Process arul Ejjluent Treatment Technologies, 1st 

Edition. Ottawa: CANMET/MMSL (Canada 

Centre for Mineral and Energy Technology/ 

Mining and Mineral Sciences Laboratories), 

Natural Resources Canada. ISBN 0-660-17571-1 

published in CD-ROM formal as part of a volume 

"Baselining- A reference Manual" available from 

erro! van@ NRCan .gc.ca 

Melis, L. Unpublished information on go1d sites prepared 

for CANMET, 2000. 

Mudder, T.I. and A.J. Gladstone. The recovery of 

cyanide from slurries. ln : Proceedings of the 

Randol Gold Conference, Sacramento, California, 

pp. 199-2 14, 1989. 

Pulles, W., D. Howie, D. Otto and J. Easton. A manual 

on mine water treatmcnt and management 

practices in South Africa. Report to the South 

African Water Rcsearch Commission, 1996. 

Robbins , G.H. Historical devclopmcnt of the INCO 

S02/Air cyanide dcstruction process. ln: CIM 

Bulletin, Vol. 89, No. 1003, pp. 6?1-69 , 1996. 

Scott, J.S . Status of Gold Mi li Wastc Eftluent Treatment. 

Prepared for CANMET by: James S. Scott, Mine 

Environmcntal Consulting, Ottawa, Ontario, 1993. 

Senes Consultants Ltd. Report on technologies applicable 

to the management of Canadian mining eftluents. 

Submitted to Environment Canada, March 1999a. 

Senes Consultants Ltd . Estimatcd cost to meet 

Environment Canadas proposcd changes to the 

MMLER at 5 case study mine sitcs (Draft). 

Submitted to Environment Canada, March 1999b. 



VI SHMMT I XVIII ENTMH- 2001 -Rio de Janeiro I Brazil 

Smith, A. and T. Mudder. Cyanide: Dispelling the 

Myths. In: Mining Environmcntal Management, 

pp. 33-34, June 1995. 

U.S. EPA. Technical Report: Treatment of Cyanide Heap 

Lcach Leaches and Tailings. U.S. Environmental 

Protection Agency, Office of Solid Waste, Report 

EPA 530-R-94-037, 1994. 

Whitlock, J.L. Biological detoxiticalion of precious 

metal proccssing wastewaters. ln: 

Geomicrohiology Journal, Vol. S, pp. 241-249, 

1990. 

Whitlock, J .L. 

wastewatcrs. 

Biorcmediation of mine process 

ln: 11th Annual BIOMINET 

Mecting Proceedings, Ottawa, Ontario, January 

16, 1995, pp. 23-29, 1995. 

Yen, W.T., G. Dcschenes and M. Aylmore. Thiosulphate 

leaching as an altcrnative to cyanidation: A review 

of the latest developmcnt. In: Proceedings of the 

33"1 Annual Meeting of the Canadian Mineral 

Processors, January 23-25, 2001, pp. 339-358, 

2001. 

Yeomans, T. and D. Yaschyshyn. Eftluent treatment with 

toxicity control at Placer Dome (CLA)=s Dome 

Mine. ln: Procecdings ofthe 33'd Annual Meeting 

of t11e Canadian Mineral Processors, January 22-

25, 2001, Ottawa, Ontario. pp.4S9-504, 2001. 

xiii 


